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REPORT: 098-0487 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp, submitted by: j. earron
project: none listed date printed: is-jul-ss

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold IS 0,002 OPT Fire Asssy

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 16 2 -150 16 Aseey Prep 16
Sssple Pickup 1

remarks: final results are reported,

report copies to: MR. JIM BARRON 
MR, JIM BARRON

invoice to: mr. jih barron
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12980 West Cedar Dr.

Lakewood, Colorado 80228

BONDAR-CLEGG

REPORT: 098-0487 project: none listed page i

SAMPLE ELEMENT Au

NUMBER UNITS OPT

D2 R8S-390-0-5 0,060 "
D2 R88-390-5-10 0,016
D2 R88-390-10-15 0,006
D2 R88-390-15-20 0,005
D2 R88-390-20-25 0,004

D2 R88-390-25-30 0,010
D2 RS8-390-30-35 0,005

D2 R88-390-35-40 <0,002
D2 R88-390-40-45 <0,002
D2 R88-390-45-50 0,007

D2 RS8-390-50-55 0,039 "

D2 R88-390-55-60 0.005

D2 R88-390-60-65 0.008
D2 R88-390-65-70 0.008
D2 R88-390-70-75 0,017

D2 R88-390-75-80 0,019

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 -· 

REPORT: 098-0487 

SAl'IPLE 
NUMBER 

D2 R88-390-0-5 
D2 RBB-390-5-10 
D2 R88-390-10-15 
D2 RBB-390-15-20 
D2 RSB-390-20-25 

fl2 RSB-390-25-30 
D2 RBB-390-30-35 
D2 RBS-390-35-40 
D2 RBS-390-40-45 
D2 RBB-390-45-50 

D2 RBS-390-50-55 
D2 RBS-390-55-60 
fl2 RSB-390-60-65 
D2 RSS-390-65-70 
[12 RSB-390-70-75 

D2 RBS-390-75-80 

ELEMENT 
UNITS 

Au 
OPT 

0,060 -
0,016 
0,006 
0,005 
0,004 

0,010 
0,005 

<0,002 
<0,002 
0,007 

0,039 ,,,. 
0,005 
0,008 
0,008 
0,017 

0,019 

., BC 
BONDAR-CLEGG 

PROJECT: NONE LISTED 

Geochemical 
Lab Report 

PAGE 1 



Bondar-Clegg, Inc.

12980 West Cedar Dr. 
| Lakewood. Colorado

U.S.A. 80228 
Phone: (303)989-1404 
Telex: 45^3

BONDAR-CLEGG

BROHM MINING CORF. 
MR, JIM BARRON 
P.0, BOX 485 
DEADWOOD f SD
57732

I nvoice 

Date

Report No 
Project 
Re f e rence

12357? Passe 1

19-JUL-38

098-0487 
NONE LISTED 
NONE LISTED

. > iv v
(ft* 16 Analyses of Gold at t 4.50 4

Subtotal $

Sample Preparation
16 Samples of As saw Prep 

1 Sample of Sample Pickuf 
Subtotal

Hiseelleneous Charges
4% STATE SALES TAX %
2% DEADW00D CITY SALES TAX *

Subtotal t

Invoice Totalt

at * 3.00 * 
at 412,00 f

4

104.00
104.00

48.00
12.00
60.00

i . 76 
0,88 

2.64

t 104.00

♦ 60.00

i 2.64 

4 166,64 U,S.

r < f'It... r- c '

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

Bondar-0,gg, Inc. 

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303) 989-1404 
Telex:4S-<i 

I 1 

DAR-CLEGG 

[ , 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

1 

l: 
r 

fl:: 
T 

1 l 1 



Bondar-Clegg, Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 98£PI04
i BONDAR-CLEGG

Geochemical
Lab Report

t 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 98 -PI04 

BROHM MINING CORP, 
MR, JIM BARRON 
P,O, BOX 485 
DEAD!JQO[I; sn 
57732 

.I. 
I 

BC 
BO DAR-CLEGG 
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Geochemical 
Lab Report 



Geochemical
Lab Report

(303)989-Pl04
•

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228 EC

BONDAR-CLEGG

REPORT? 098-0499 ( COMPLETE ) REFERENCE INFOT NONE LISTED

client: brohm mining corp. SUBMITTED BY} J. BARRON
project: none listed DATE PRINTED: 2-AUG-88

NUMBER OF LOUER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 73 0,002 OPT Fire Assay
ni. Au Gold 3 0,002 OPT Fire Assay

3 Au Gold 3 0,002 OPT Fire Assay

4 Au Gold 2 0.002 GPT Fire Assay

SAMFLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 76 2 -150 76 Assay Prep 76
Excessive Wetness 1530

REMARKS: FINAL RESULTS ARE REPORTED,

3 OR 4 SEPARATE ASSAY RESULTS ARE REPORTED FOR 
3 SAMPLES. (ERRATIC RESULTS)

REPORT COPIES TO*. MR, JIM BARRON 

MR. JIM E5EEDE

INVOICE TO! MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989- BC Geochemical 

Lab Report 
BONDAR-ClEGG 

REPORT! 098-0499 ( COMPLETE J OEFERENCE mm: _No_N_E_L_Is_TE_r_1 _____ __. 
~---------------------------

CLIENT! BROHM MINING CORP, 
PROJECT! NONE LISTED 

ORDER ELEMENT 

1 Au Gold 
'l Au Gold .. 
3 Au Gold 
4 Au Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

76 

REMARKS: FINAL RESULTS ARE REPORTED. 

NUMBER OF LOUER 
ANALYSES DETECTION LIMIT 

76 0,002 OPT 
3 0,002 OF'T 

3 0,002 OPT 
'l 0,002 OPT L 

SIZE FRACTIONS 

2 -150 

3 OR 4 SEPARATE ASSAY RESULTS ARE REPORTED FOR 
3 SAMPLES. (ERRATIC RESULTS) 

REPORT COPIES TO! MR, JIM BARRON 
...... I !M ... ,u,.- ... ·,uy 

EXTRACTION 

NUMBER 

76 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 2-AUG-88 

METHOD 

Fire Assa!:! 
Fire Assa!:: 

Fire Assay 
Fire Assay 

SAMPLE F .,EF'ARATIONS NUMBER 

Assa1:1 Pre;:-
E>:cessi ve Wetness 

7t, 
1530 

INVOICE TO! MR, JIM BARRON 
-

~-----------------------------



Geochemical
Lab Report

(303) 989*104
• ''

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

BONDAR-CLEGG

REPORT! 098-0499 project: none listed PAGE 1

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OFT

Au
OPT

Au
OPT

Au
OPT

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

Au
OPT

Au
OPT

Au
OPT

B2 R88-390-80-85 0*012 B2 R88-390-280-285 0.006
D2 R88-390-85-90 0.022 B2 R38-390-285-290 0.004
D2 R8B-390-90-95 0.007 D2 R88-390-290-295 <0,002
B2 R88-390-95-100 0,004 B2 R88-390-295-300 0,009
B2 R88-390-100-105 0.003 B2 R88-390-300-305 0,015

D2 R88-390-105-110 0.008 D2 R88-390-305-310 0,013
B2 R88-390-110-115 0,004 B2 R88-390-310-315 0,017
D2 R88-390-115-120 0,005 D2 R88-390-315-320 0,025
D2 R88-390-120-125 0.005 B2 R88-390-320-325 0.008
B2 R8S-390-125-130 0.005 D2 R88-390-325-330 0.011

D2 R88-390-130-135 0,003 B2 R88-390-330-335 0.018
D2 R88-390-135-140 0,007 D2 R88-390-335-340 0.007

B2 R88-390-140-145 0.004 B2 R88-390-340-345 0,009
D2 R88-390-145-150 0,003 D2 R88-390-345-350 0.010
D2 R8S-390-150-155 0,005 B2 R88-390-350-355 0,023

B2 R88-390-155-160 0,018 B2 R88-390-355-360 0,013
B2 RS8-390-160-165 0,013 B2 R88-390-360-365 0,063
D2 R88-390-165-170 0.005 B2 R3S-390-365-370 0,014
B2 R88-390-170-175 0,005 B2 R88-390-370-375 0.041
D2 R88-390-175-180 0.003 B2 R88-390-375-380 0.071

B2 R88-390-180-185 0,008 B2 R88-390-380-385 0.024
B2 RB8-390-185-190 0.005 B2 R88-390-385-390 0.027
B2 R88-390-190-195 <0.002 B2 RSS-390-390-395 0,056
B2 R88-390-195-200 <0,002 D2 R88-390-395-400 0,070
B2 R88-390-200-205 <0,002 B2 R88-390-400-405 0,084

D2 RB8-390-205-210 <0,002 D2 R88-390-405-410 0.087
B2 R88-390-210-215 <0.002 B2 R88-390-410-415 0,107

D2 R88-390-215-220 0.003 D2 R88-390-415-420 0.035
D2 R88-390-220-225 0,005 B2 R88-390-420-425 0.055
D2 R88-390-225-230 0,004 B2 R88-390-425-430 0.016

Bondar-Clegg, Inc. 
12980 West <'edar Dr. 
Lakewood, Colorado 80228 
(303) 98 
. / 

REPORT! 098-0499 

SAMPLE ELEMENT 
NUMBER UNITS 

D2 R88-390-80-85 
D2 R88-390-85-90 
D2 RSS-390-90-95 
D2 R88-390-95-100 
D2 RBS-390-100-105 

D2 R88-390-105-110 
D2 RSS-390-110-115 
D2 RSS-390-115-120 
D2 R88-390-120-125 
D2 RBS-390-125-130 

D2 RSB-390-130-135 
D2 R88-390-135-140 
D2 R88-390-140-145 
D2 R88-390-145-150 
D2 R88-390-1S0-155 

D2 R88-390-155-160 
D2 RSS-390-160-165 
D2 RBS-390-165-170 
D2 RSS-390-170-175 
D2 R88-390-175-180 

D2 RSS-390-180-185 
D2 RSS-390-185-190 
D2 RSS-390-190-195 
D2 RBB-390-195-200 
D2 R88-390-200-205 

D2 RBB-390-205-210 
D2 R88-390-210-215 
D2 R88-390-215-220 
D2 RSS-390-220-225 
D2 RBB-390-225-230 

D2 RSB-390-230-235 
D2 R88-390-235-240 
D2 RSB-390-240-245 
D2 RSS-390-245-250 
D2 RSS-390-250-255 

D2 R88-390-255-260 
D2 RBS-390-260-265 
D2 R88-390-265-270 
D2 R88-390-270-275 
D2 RBB-390-275-280 

Au Au Au 
OPT OPT OPT 

0,012 
0,022 
0,007 
0,004 
0,003 

0,008 
0,004 
0,005 
0,005 
0,005 

0,003 
0,007 
0,004 
0,003 
0,005 

0,018 
0,013 
0,005 
0,005 
0,003 

0,008 
0,005 

<0,002 
<0,002 
<0,002 

<0.002 
<0,002 
0,003 
0,005 
0,004 

0,007 
0,009 

<0,002 
0,003 

<0,002 

0,002 
0,002 

<0,002 
0,004 
0,005 

BC 
BONDAR-CLEGG 

PROJECT! NONE LISTED 

Au SAMPLE ELEMENT Au Au 
OPT NUMBER UNITS OPT OF'T 

D2 RSS-390-280-285 0,006 
D2 RSS-390-285-290 0,004 
D2 R88-390-290-295 <0,002 
D2 R88-390-295-300 0,009 
D2 R88-390-300-305 0,015 

D2 R88-390-305-310 0,013 
D2 R88-390-310-315 O,OP 
D2 RBS-390-315-320 0,025 
D2 RSS-390-320-325 0,008 
D2 R88-390-325-330 0,011 

D2 RSS-390-330-335 0,018 
fl2 R88-390-335-340 0,007 
D2 RS8-390-340-345 0,009 
D2 RSS-390-345-350 0,010 
fl2 R88-390-350-355 0,023 

fl2 R88-390-355-360 0,013 
D2 RSS-390-360-365 0.063 
D2 RSS-390-365-370 0,014 
D2 RSS-390-370-375 0,041 
D2 R88-390-375-380 0,071 

B2 R88-390-380-385 0,024 
D2 R88-390-385-390 0,027 
D2 R88-390-390-395 0,056 
D2 RBB-390-395-400 0,070 
D2 R88-390-400-405 0,084 

D2 RBB-390-405-410 0,087 
D2 RBS-390-410-415 0, 107 
D2 RBB-390-415-420 0,035 
D2 RBS-390-420-425 0,055 
D2 RBS-390-425-430 0,016 

D2 R88-390-430-435 0,011 
D2 R88-390-435-440 0,064 0,080 
fl2 RSS-390-440-445 0,065 
D2 RSB-390-445-450 0,147 0,170 
D2 RBS-390-450-455 0.063 

D2 RBS-390-455-460 0,175 0,131 

Geochemical 
Lab Report 

PAGE 1 

Au Au 
OPT OPT 

0,038 =- . O(:J I 

0,208 0,269=, 11',( 

0,128 0,094 =- ,I 3 Z. 



Bondar-Clegg, Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228
Phone^03) 989-1404 
Telex: 45-693

BRGHM HI WING CORP. 
MR, JIM BARROW 
P,0, BOX 485 
DEADW00D* SB
5 7 7 3 ^

Invoice i 12455* F’aste i 

Date t 9-AUG-88

Refort No; 
Project J 
Reference*

098-0499 
NONE LISTED 
NONE LISTED

BILL WITH INVOICE 

___________________________

A n s 1W * o f Gold at * 0,00 * 0.00
3 Analyses of Gold at * 0,00 i 0,00

Analyses of Gold at $ 0,00 i 0,00
Subtotal $ 0.00 i 0,00

'v" 76 Ana I y s©& of 8 o 1 d at * 6.50 t 494 ,00
Subtotal \ i 494,00 i 491.00

Sample Feepsreiion
76 Samples of Assay Prep at $ 3,00 i 228,00

1530 Samples of Excessive Wetness at * 0.15 * 229.50
1 S<-■ sip 1 e of Sample Pickup at it 2,00 i 12,00

Subtotal f 469,50 f 469,50

Mieet?11 eneous CbersSes
4% S.D, STATE SALES TAX * 0,48
2% DEADW00D CITY SALES TAX i 0,24

Subtotal % 0.72 i 0.72

Invoice Tot el t f 964.22

- Vt

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

A

Bondar-Clegg, Inc. 

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone:j)OJ) 989-1404 
Telex: 45$3 

I.,_ . 

l 

-CLEGG 

I 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 



Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404 "

BONDAR-CLEGG

Geochemical
Lab Report

L 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 ... 

BROHM MINING CORP, 
MR, JIM BAPRON 
F',O, BOX 435 
DEADWOOD, SD 
57732 

t 

BC 
BONDAR-CLEGG 

t t .l . 

Geochemical 
Lab Report 



Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404 -
BC
BONDAR-CLEGG

Geochemical
Lab Report

REPORT: 098-0497 ( COMPLETE ) REFERENCE INF0T NONE LISTED

client: brohm mining corp. 
project: gilt edge

submitted by: j. barron
DATE PRINTED: 26-JUL-83

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 38 0.002 OPT Fire Assss
nim Au Gold 7 0.002 OPT Fire Asssy

3 Au Gold 6 0.002 OPT Fire Asssy

4 Au Gold 1 0.002 OPT Fire Asssy

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 38 2 -150 38 Asssy Free 38
Excessive Wetness 894

remarks: FINAL RESULTS ARE REPORTED.

ERRATIC RESULTS NOTED ON SOME SAMPLES. THESE 
SAMPLES HAVE 2. 3i OR 4 SEPARATE ASSAY RESULTS 
REPORTED.

RE PUR T THPTFTTTTTriflrr INUOICE TP! "MR. JIK BARRON
MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 • 

RfPOF:T! 098-0497 ( COMPLETE } 

BC 
BO DAR-CLEGG 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED -------

7 

~ 
CLIENT! BROHM MINING CORF', SUBMITTED BY! J, MRRON 7 
PROJECT! GILT EDGE DATE PRINTED! 26-JUL-88 _ '--------------------------------- _______ __, 

NUMBER OF LOWER 
ORDER ELEMENT 

Gold 
Gold 

ANALYSES DETECTION LIMIT EXTRACTION 

1 Au 
2 Au 

3 Au 
4 Au 

SAMPLE TYPES 

D DRILL COF:E 

Gold 
Gold 

NUMBER 

38 

REMARKS! FINAL RESULTS ARE REPORTED, 

38 
7 

6 

0,002 OPT 
0,002 OPT 

0,002 OPT 
0,002 OPT 

SIZE FRACTimlS 

2 -150 

ERRATIC RESULTS NOTED ON SOME SAMPLES, THESE 
SAMPLES HA1JE 2, 3, OR 4 SEPARATE ASSAY RESULTS 
REPORTED, 

MR, JIM BARRON 

NUMBER 

38 

METHOD 

Fire Assay 
Fire Assay 

Fire Assay 
Fire Assay 

SAMPLE PREPARATIONS NUMBER 

As!:.aY Pre? 
E}:cessi ve Wetness 

38 
894 

L__ ______________________________ _ 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404 -
BC
BONDAR-CLEGG

REPORT: 098-0497 project: gilt edge PAGE 1

SAMPLE ELEMENT Au Au Au Au
NUMBER UNITS OPT OPT OPT OPT

02 R88-390-460-465 0.038 - 0*046 0.066 (oSO AV)

02 R88-390-465-470 0.130- 0.168 0.234 £/7? AV)

02 R88-390-470-475 0.128- 0.130 0.075 0,180 (tU A\J)

02 R88-390-475-480 0.068-
02 R88-390-480-485 0.090-

02 R88-390-510-515 0.045 - 0.022 (.614-

0.14002 R88-390-515-520 0,044 - 0.063
02 R88-390-520-525 0.100 - 0,060 0.094 (.06%
02 R88-390-525-530 0,031 -
02 R38-390-530-535 0.041—

02 R88-390-610-615 0,020—
02 R88-390-615-620 0,022 —

0,036 (o(>5 4/)
02 R88-390-620-625 0,067 — 0.086
02 R88-390-625-630 0.024—
02 R88-390-630-635 0,024 —

Boodar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 .. 

REPORT! 098-0497 

SAMPLE ELEMENT 
NUMBER UNITS 

D2 R88-390-460-46: 
D2 RSS-390-465-470 
Il2 f:88-390-470-475 
D2 RSB-390-475-480 
D2 RSS-390-480-485 

112 F:88-390-485-490 
D2 R98-390-490-495 
D2 R88-390-495-500 
D:2 RSS-390-500-505 
D2 R88-390-505-510 

It2 R88-390-510-515 
D2 R88-390-S15-520 
D2 RSB-390-520-525 
D2 RSS-390-525-530 
D2 ~88-390-530-535 

Au 
OPT 

0,038 -
0,130 -
0,128 -
0,068-
0,090-

0,065 -
0,050 -
0,060 -
0,041 -
0,079 -

Au 
OPT 

0,046 
0,168 
0,130 

0,045 - 0,022 
0,044 - 0,063 
0,100 - 0.060 
0,031 -
0,041-

n;: RBB-390-535-540 0,031 -
D2 RSS-390-540-545 0,043 -
fl2 R88-390-545-550 0,034 ----c-- - ----D2 P.88-390-550-555 0,018 
D2 F:88-390-555-560 0,018 

D2 RSB 390-560-565 0,015 -=-=-c,~;;.._ _ ___;,...;..;.;,..;___---
D 2 R88 390-565-570 0,024 -
D2 R88-390-570-575 0,022 -
ri:: R88-390-575-580 0,029 -
D2 R88-J9C-580-585 0,014-

02 R83-390-585-590 
D~ RSS-390-590-595 
!12 R88-390-595-600 
U RSB-390-t.00-605 
[!2 fi88-390-605-610 

D2 R88-39)-6l0-615 
Il2 R88-390-615-620 
D2 R88-390-620-625 
D2 R8q-390-625-630 
r:2 r:sa-390-630-635 

It2 RSS-390-635-640 
D2 R88-390-640-645 
D2 f:88-390-645-650 

0,025 -
0,028 -
0,027-
0.023-
0,015-

0.020 -
0,022 -
0,067 -0,086 
0,024-
0,024-

0.022 -
0.020-
0,020 -

BC 
BONDAR-Cl.EGG 

Au Au 
OPT OPT 

0,066 (. t>SO A'-1. 
0,234 (. I 1t AV) 
0,075 0,180 (, 1Z8 AV) 

(.tJ34 A 

0,140 (,08?.- AV) 
0,094 (.o~r; 11v) 

es (j. ,oi 

[yROJECT! GILT EDGE 

Geochemical 
Lab Report 

PAGE 1 



NDAR-CLEGG

-

BROHH MINING CORF *
Invoice J 12386? P

MR. JIM BARRON
P,0» BOX 485

Dei© 27-JUL.-88

DEADW000» SB Report Not 093-04?7
57732 Project GILT EDGE

Ref e re rice ♦ NONE LISTED

BILL WITH INVOICE:

___________________________

Bondar-Clegg, Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303)989-1404
Tolov

Analyses of Gold at $ 0.00 f 0.00
Analyses of Gold at $ 0,00 f 0.00
Ansisses of Gold $ 0.00 * 0.00

Subtotal i 0.00 * 0.00

(jvV 38 Analyses of Gold at 1 6.50 t 247.00
Subtotal t 247.00 * 247.00

le Preparation
38 Samples of Assay P r e p at » 3.00 $ 114.00

894 Samples of Excess iv© Wetness at t 0,15 f 134,10
1 Sample of Sample P i e k u p at ft 2,00 * 12.00

Subtotal * 260.10 * 260.10

M i s c ellanecus Charges
4% S.I>* STATE SALES TAX f 0,4 8
2% DEADWOOD CITY SALES * 0.24

Subtotal $ o. 79 t 0,72

Invoice Tot al i * 507.82

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

__

Bondar-Oogg, In<. 

12980 West Cedar Dr. 
Lakewood , Colorado 
U.S.A. 80228 
Phone: (303) 989-1404 
Telex: 45~3 • 

OF. 

NDAR-CLEGG 

1 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

Bondar•Clegg, Inc. BC Geochemical 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 Lab Report 
(303) 989-1404 

BONDAR-CLEGG 
I ' 

7 
_J 

BROHi! MINING CORF', 
HR, JIM BARRON 
F',O, BOX 485 
DEADWOOD, SD 
57732 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-140)
BC
BONDAR CLEGG

REPORT: 098-0501 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohm mining corp. submitted by: j, barron

PROJECT: NONE LISTED DATE PRINTED: 25-JUL-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 86 0.002 OPT Fire Assay

2 Au Gold 1 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 86 2 -150 86 Assay Pres 86
Excessive Wetness 1516

------- Saap-le Pickup— ------- 1--- - - - - - - - - - - - - - - - - - - - - - - - -

NOTES! = indicates SEE REMARKS

REMARKS! FTNAL NaaiiriiaiF

= 2 SEPARATE ASSAY RESULTS ARE NOW REPORTED 

FOR SAMPLE 390-925-930,

INVOICE TO: MR, JIM BARRONEFFORT r.OFIFS 101 MR, JIM BftfiESS: 

MR, JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

. , 

REPORT! 098-0501 ( COMF'LETE l 

CLIENT! BROHM MINING CORP, 
PROJECT! NONE LISTED 

BC 
BONDAR-CLEGG 

NUMBER OF LOIJEP 

Geochemical 
Lab Report 

--~ C REFERENCE INFO: NONE LISTEit 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 25-JUL-88 _] 

ORDER ELEMENT 

Gold 
Gold 

ANALYSES DETECTION LIMIT EXTRACTION METHOD 

1 Au 
2 Au 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

86 

NOTES! = indicates SEE REMARKS 

86 
1 

C,002 OPT 
0,002 OPT 

SIZE FRACTIONS 

2 -150 

= 2 SEPARATE ASSAY RESULTS ARE NOW REPORTED 
FOR SAMPLE 390-925-930, 

MR, JIM BARRON 

NUMBER 

86 

Fire Assay 
Fire AssaY 

~---------, 

.)At!f'LE PREPARATIONS NUMBER 

Assay f'reP 
E>:cessi ve Wetne ;; s 

86 
1516 

-- _____ _J 

------------------------------------

- ---------' 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

REPORT: 098-0501 project: none listed PAGE 1

SAMPLE ELEMENT Au Au SAMPLE ELEMENT Au Au
NUMBER UNITS OPT OPT NUMBER UNITS OPT OPT

B2 R88-390-650-655 0,015 B2 R88-390-850-855 0,004
D2 R88-390-655-660 0.009 02 R88-390-855-860 0,005
B2 R88-390-660-665 0,014 B2 R88-390-860-865 0.009
D2 R88-390-665-670 0,018 02 R88-390-865-870 0.005
B2 R88-390-670-675 0.016 02 R88-390-870-875 0.016

02 R88-390-675-680 <0.002 02 R88-390-875-880 0.020—
02 R88-390-680-6S5 0,028— 02 R88-390-880-885 0,012-
02 R88-390-685-690 0.005 02 R88-390-885-890 0,026 —
02 R88-390-690-695 0,009 02 R88-390-890-895 0.009
02 R88-390-695-700 <0.002 02 RS8-390-895-900 0.008

02 R88-390-700-705 0,012 02 R88-390-900-905 0,009
02 R88-390-705-710 0.007 02 R88-390-905-910 0.010
02 R88-390-710-715 0.013 02 R88-390-910-915 0,012
02 R88-390-715-720 0,008 02 R88-390-915-920 0.004
02 R88-390-720-725 0.013 02 R88-390-920-925 0.009

02 R88-390-725-730 0,019 02 R88-390-925-930 0,119= 0,107= ------ (jr}A\s)

02 R88-390-730-735 0.017 02 R88-390-930-935 0.010
02 R88-390-735-740 0,015 02 R88-390-935-940 0.012
02 R88-390-740-745 0,016 02 R88-390-940-945 0.004
02 R88-390-745-750 0,005 02 R88-390-945-950 0.006

02 R88-390-750-755 0.004 02 R88-390-950-955 0,009
02 R88-390-755-760 0,004 02 R88-390-955-960 0.039 —
02 R88-390-760-765 0.006 02 R88-390-960-965

0,021— ,03°

02 R88-390-765-770 0,003 02 R88-390-965-970 0.012
02 R88-390-770-775 0.009 02 R88-390-970-975 0.013

02 R88-390-775-780 0,006 02 R88-390-975-980 0.007
02 R88-390-780-785 0.004 02 R88-390-980-985 0,013
02 R88-390-785-790 0,005 02 R88-390-985-990 0.021 -----
02 R88-390-790-795 0,005 02 R88-390-990-995 0.010
02 R88-390-795-800 0,006 02 RSS-390-995-1000 0.006

02 R88-390-800-805 0.009 02 R88-390-1000-1005 0.004
02 R88-390-805-810 0.004 02 R88-390-1005-1010 0.006
02 RS8-390-810-815 0,003 02 R88-390-1010-1015 <0.002
02 R88-390-815-820 0,005 02 R88-390-1015-102G 0,003
02 R88-390-820-825 0.005 02 R88-390-1020-1025 <0,002

02 R88-390-825-830 0,015 02 R88-390-1025-1030 0,007
02 R88-390-830-835 0,007 02 RS8-390-1030-1035 0.007
02 R88-390-835-840 0.013 02 R88-390-1035-1040 0,004
02 R88-390-840-845 0.006 02 R88-390-1040-1045 0,006
02 R88-390-845-850 0.003 02 R88-390-1045-1050 0,009

Bondar-Clegg, Inc. BC Geochemical 
12980 West Cedar Dr. 

Lab Report Lakewood, Colorado 80228 
(303) 989-1404 BONDAR-CLEGG 

' 
REPORT! 098-0501 ~ ROJECT! NONE LISTED PAGE I 

-

] SAMPLE ELEMENT AtJ Au SAMPLE ELEMENT Au Au 
NUMBER UNITS OPT OPT NUMBER UNITS OPT OPT 

02 RSS-390-650-655 0,015 D2 RSS-390-850-855 0,004 
02 RSS-390-655-660 0,009 D2 RSS-390-855-860 0,005 
02 R88-390-660-665 0,014 D2 RSS-390-860-865 0, 009 
02 RSS-390-665-670 0,018 D2 RSS-390-865-870 0,005 
D2 RSS-390-670-675 0,016 D2 RSS-390-870-875 0,016 

D2 RSS-390-675-680 <0,002 D2 RSS-390-875-880 0.020-
D2 RSS-390-680-685 0,028- D2 RSS-390-880-885 0.012-
D2 RSS-390-685-690 0,005 D2 RSS-390-885-890 0,026-
D2 RSB-390-690-695 0,009 D2 RSB-390-890-895 0,009 
D2 RSS-390-695-700 <0,002 D2 RSS-390-895-900 0,008 

D2 RSS-390-700-705 0.012 D2 RSS-390-900-905 0,009 
D2 R88-390-705-710 0,007 D2 RSS-390-905-910 0,010 
D2 RSS-390-710-715 0,013 02 RBS-390-910-915 0.012 
D2 RSS-390-715-720 0,008 D2 RSS-390-915-920 0,00~ 
02 RSS-390-720-725 0,013 D2 RSS-390-920-925 0,009 __J 

D2 RBB-390-725-730 0,019 D2 RBB-390-925-930 0,119= 0,107=-:..=_ (1131111 
D2 RSS-390-730-735 0,017 D2 RSS-390-930-935 0,010 
D2 RBS-390-735-740 0,015 D2 RSS-390-935-940 0,012 
D2 RBS-390-740-745 0,016 D2 RBS-390-940-945 0,004 
D2 RSS-390-745-750 0,005 D2 RSS-390-945-950 0,006 

D2 RSS-390-750-755 0,004 D2 RSS-390-950-955 0,009 
D2 RSS-390-755-760 0,004 D2 RSS-390-955-960 0.039-

,030 D2 RBB-390-760-765 0,006 D2 RBS-390-960-965 0.021-
D2 RSB-390-765-770 0,003 D2 RSS-390-965-970 0,012 
D2 RBS-390-770-775 0,009 D2 RSS-390-970-975 0,013 

D2 RSS-390-775-780 0,006 D2 RSS-390-975-980 0,007 
D2 RBS-390-780-785 0,004 D2 RBB-390-980-985 0,013 
D2 RSS-390-785-790 0,005 02 RSS-390-985-990 0. 021-
D2 RSS-390-790-795 0,005 02 RSS-390-990-995 0,010 
D2 RSS-390-795-800 0,006 D2 R88-390-995-1000 0,006 

--

D2 RSS-390-800-805 0,009 D2 R88-3Q0-1000-1005 0,004 
D2 R88-390-80S-810 0,004 02 RSS-390-1005-1010 0,006 
D2 RBS-390-810-815 0,003 02 R88-390-1010-101S <0,002 
D2 R88-390-81S-820 0,005 D2 R88-390-101S-1020 0,003 
D2 R88-390-820-825 0,005 D2 RSS-390-1020-1025 <0 ,002 

D2 RSS-390-825-830 0,015 D2 RSS-390-1025-1030 0, 007 
D2 RBS-390-830-835 0,007 D2 RSS-390-1030-1035 0,007 
D2 RSS-390-835-840 0,013 D2 R88-390-1035-1040 0,004 
D2 RSS-390-840-845 0,006 D2 R88-390-1040-1045 0,006 
D2 RSS-390-845-850 0,003 D2 R88-390-104S-10SO 0,009 
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SAMPLE ELEMENT Au Au SAMPLE ELEMENT Au Au
NUMBER UNITS OPT OPT NUMBER UNITS OPT OPT

D2 R88-390-1050-1055 0,006
B2 R8S-390-1055-1060 0,019

D2 R88-390-1060-1065 0,018
B2 R88-390-1065-1070 0,025 ------
D2 R8S-390-1070-1075 0,012

D2 R88-390-1075-1080 0,011

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 • 

REPORT! 098-0501 

SAMPLE ELEMENT 
NUMBER UNITS 

D2 RSS-390-1050-1055 
02 RSS-390-1055-1060 
D2 RSS-390-1060-1065 
D2 RSS-390-1065-1070 
D2 RSB-390-1070-1075 

02 RSS-390-1075-1080 

' 

Au 
OPT 

0,006 
0,019 
0,018 
o,02s-
0,012 

0,011 

Au 
OPT 

BC 
BONDAR-CLEGG 

SAMPLE 
NUl'fBER 
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[ PROJECT! NONE LISTED _ _P_AG_,E_ 2 _ _ _ __, 

ELEMENT 
UNITS 

Au 
OPT 

Au 
OPT 

j 
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Bondar-t'legg. Inc.

12980 West Ced^r Dr.
I Lakewood, Colorado

U.S.A. 80228 
Phone: (303)989-1404 
Telex: 45-693

--------------- ^---- ------

BRQHM MINING CORP. 
MR. JIM BARRON 
P.0, BOX 485 
BEARWOOD» SB
57732

Invoice : 12375» Pass© t

Bate 5 27-JUL-88

R © p o r t N o > 
Project * 
Ref e rencei

098-0501 
NONE LISTEP 
NONE LISTED

1 Analyses of Gold at, t 0.00 t 0.00

• I 0.00 «

ooo

8^-Aiielws«s of Gold
Subtotal

at f 6.50 % 559.00
% 559.00 1 559,00

Semple Preparation
86 Samples of Assay Prep * 3.00 i 258.00

1516 Samr-let of Excessive Wetness at * 0.15 * 227.40
1 Sample of Sample Pickup * 1 2.00 i 12.00

Subtotal » 497.40 * 497,40

Miscellaneous Cheeses
AX S.D, STATE SALES TAX t 16.46
2% BEARWOOD CITY SALES TAX ♦ 8.23

Subtotal $ 24.69 * 24.69

Invoice Tot®! } t 1081.09 U . S

;C£ b ■ >c- .(

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

, ___ ..:.._•' --~--~~ ___ --_--_~-_~-----=--=-----=-----=-----=-----=---=---=--=--=--==---=---==--::=,-::=.-===j 
r1 Bondar-0,gg, Inc. 

12980 West Ced¥ Dr. 
Lakewood, Colorado 
U.S.A.80228 
Phone: (303) !/89-1404 
Telex: 45-693 

{ . 

DAR-CLEGG 

r 

l T 

T 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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BROHM MINING CORP, 
MR, JHI BARRON 
P,O, BOX 485 
DEADWO•r1, SD 
57732 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404*

BONDAR-CLEGG

Geochemical
Lab Report

REPORT: 098-0594 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohm mining corp. SUBMITTED BY: J, BARRON
project: gilt edge DATE PRINTED4. S-AUG-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 39 0.002 OPT Fire Asses

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 39 2 -150 39 Asses Pree 39
Excessive Wetness 944
Seaiple Pickup 1

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO! MR. JIM BARRON

HR.
INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 . 

REPORT! 098-0594 ( COMPLETE ) 

CLIENT: BROHM 1mmm CORP, 
PROJECT! GILT EDGE 

OR DEF: ELEMENT 

Au Gold 

SAMPLE TYPES 

f! DF:I!.L CORE 

NUMP.EF: 

39 

PEMAF?.S! FINAL RESULTS ARE F-:EF'ORTED, 

REFORT COPIES TO! MR, JIM BARRON 

BC 
BONDAR-CLEGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

39 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

39 

Geochemical 
Lab Report 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 8-AUG-88 _______ __, 

METHOD 

Fire Assas 

SAMPLE PREPARATIONS NUMBER 

Assas F'reP 
E>;cessi ve Wetness 
Sample Pickup 

39 
944 

1 

I 

INtiOICE TO! MR, JIM BARRON I 

- - - - --------' 



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404*
BC
BONDAR-CLEGG

Geochemical
Lab Report

REPORT: 098-0594 project: gilt edge PAGE 1

SAMPLE

NUMBER

ELEMENT
UNITS

Au
OPT

D2 RSS-390-1080-10S5 0,009

02 R88-390-1085-1090 0,010
B2 R88-390-1090-1095 0.007
D2 R88-390-1095-1100 0,010
B2 R88-390-1100-1105 0,023

02 R88-390-1105-1110 0,039

02 R88-390-1110-1115 0,015
02 R88-390-1115-1120 0.030
02 R88-390-1120-1125 0,022
02 R88-390-1125-1130 0.018

02 RS8-390-1130-1135 0,021
02 R88-390-1135-1140 0.044

02 R88-390-1140-1145 0,010
02 R88-390-1145-1150 0,012
02 RSS-390-1150-1155 0.013

02 RS8-390-1155-1160 0,012
02 R88-390-1160-1165 0.039
02 R88-390-1165-1170 0.020
02 R88-390-1170-1175 0.013
02 R88-390-1175-1180 0.020

02 R8S-390-1180-1185 0,011
02 R88-390-1185-1190 0.004
02 R88-390-1190-1195 0,010
02 R88-390-1195-1200 0.030
02 R88-390-1200-1205 0,010

02 R88-390-1205-1210 0,010

02 R88-390-1210-1215 0,011
02 R88-390-1215-1220 0.016
02 R88-390-1220-1225 0.01S
02 R88-390-1225-1230 0,017

02 R88-390-1230-1235 0.040
02 R88-390-1235-1240 0.051
02 R88-390-1240-1245 0,020
02 R88-390-1245-1250 0.022
02 R88-390-1250-1255 0,010

02 R88-390-1255-1260 0,013
02 R88-390-1260-1265 0.010

02 R88-390-1265-1270 0,004
02 R88-390-1270-1275 0.018

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-14(W 

, · 

REPOF:T: 098-0594 

SAMPLE ELE'iENT 
NW1BER UNITS 

D2 P.BS-390-1080-1085 
D2 RBB-390-1085-1090 
D2 RBB-390-1090-1095 
D2 RSS-390-1095-1100 
n RBS-390-1100-1105 

02 RSB-390-1105-1110 
02 RBB-390-1110-1115 
D2 R88-390-1115-1120 
D2 RSS-390-1120-1125 
D2 RBB-390-1125-1130 

D2 RSS-390-1130-1135 
[rJ RBS-390-1135-1140 
D2 F:38-390-1140-1145 
02 RSB-390-1145-1150 
02 i::ss-390-1150-1155 

112 F:88-390-1155-1160 
D2 RSB-390-1160-1165 
D2 RSB-390-1165-1170 
D2 R88-390-1170-1175 
D2 RBS-390-1175-1180 

02 PBB-390-1180-1185 
02 RSB-390-1185-1190 
02 P.88-JQ0-1190-1195 
D? RSB-390-1195-1200 
D2 F:88-390-1200-1205 

02 RBS-390-1205-1210 
02 RBB-390-1210-1215 
D2 F:88-390-1215-1220 
D2 PSS-390-1220-1225 
07 RBB-390-1225-1230 

D2 RBB-390-1230-1235 
02 RBB-390-1235-1240 
02 RBB-390-1240-1245 
n2 RSB-390-1245-1250 
D2 RSS-390-1250-1255 

P2 RBE'-390-1255-1260 
D2 RBt'-390-1260-1265 
ri2 RBB-390-1265-1270 
D2 RBe-390-1270-1275 

~L 

OPT 

0,009 
0,010 
0,007 
0,010 
0,023 

0,039 
0,015 
0,030 
0,022 
0,018 

0,021 
0,044 
0,010 
0,012 
0,013 

0,012 
0,039 
0,020 
0,013 
0,020 

0,011 
0,004 
0.010 
0.030 
o.orn 

0,010 
0.011 
0,016 
0,018 
0,017 

0,040 
0,051 
0,020 
0,022 
0,010 

0,013 
0,010 
0,004 
0,018 

BC 
BO DAR-CLEGG 

PROJECT! GILT Ef!GE 

Geochemical 
Lab Report 

PAGE 1 .. 

----

---



Bondar-Clegg, Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303)989-1404 
Telex: 45-693

BONDAR- CLEGG

BROHM MIMING CORP.
Invoice J 12441* Past© 1

MR. JIM BARRON
P.0, BOX 485

Date * 9-AUG-S8

BEADMOOEi t SD Report Noi 098-0594
57712 Project i 

Re f e renee »
GILT EDGE
NONE LISTED

s. 4 39 Arte I uses of Gold at t 6.50 ♦ 253.50
Subtotal * 253,50 * 253,50

Sample Preparation
39 Samples of Asses Prep at % 1.00 * 117,00
944 Samples of Excessive Wetness at * 0.15 * 141.60

1 Sample of Sample Pickup at *12.00 * 12,00
Subtotal * 270,60 t. 270.60

Miscellaneous Charges
4% S,D. STATE SALES TAX * 9.26
2X DEADW00D CITY SALES TAX i 4.63

Sub tota1 t 13,89 * 13-89

Invoice Totali i 537,99

f. (
t,. -

/<-

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

Bondar-Clegg, Inc. 

12980 West Cedar Dr. 
Lakcwoqd, Colorado 
U.S.A. 80228 
Phone: (303) 989-1404 
Telex: 45.@3 

1 

/ l 

-CLEGG 

1 

l 

I I ( , ) 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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